Table 3-13: Lime Production and Lime Use for Sugar Refining and PCC (Thousand Metric Tons)

Year High-Calcium Production  Dolomite Production™” Use
1990 12,947 2,895 826
1991 12,840 2,838 964
1992 13,307 2,925 1,023
1993 13,741 3,024 1,279
1994 14,274 3,116 1,374
1995 15,193 3,305 1,503
1996 15,856 3,434 1,429
1997 16,120 3,552 1,616
1998 16,750 3,423 1,779
1999 16,110 3,598 1,992
2000 15,850 3,621 2,067
2001 15,730 3,227 1,939

* Includes hydrated limes.
®Includes dead-burned dolomite.



